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Intensity of wear process of new composite structure wear-corrosion of the metal coatings for restoration of 
the worn out working surfaces of details of agricultural machinery is investigated. Results of researches have 
shown, that application in regenerative manufacture of a metal coating of the developed structure essentially 
reduces intensity of wear process at a friction of working surfaces of details that increases a resource of cars and 
the process equipment. 
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