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The results of theoretical and experimental studies of the crushing process, which prove the possibility of in-
creasing the efficiency of the process by aligning the characteristics of the air-layer product (UPU) are presented in 
the article. Recommendations for improving the design of the working chamber of a hammer mill closed type are 
developed, which contribute to the equalization characteristics of the UPU around the perimeter of the working 
chamber and the "blurring" the boundaries of conventional zones.
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